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Piezo-Phototronic Effect for Enhanced Flexible MoS2/WSe2 
van der Waals Photodiodes

Pei Lin, Laipan Zhu, Ding Li, Liang Xu, Caofeng Pan,* and Zhonglin Wang*

The recent discoveries of transition-metal dichalcogenides (TMDs) as novel 
2D electronic materials hold great promise to a rich variety of artificial van 
der Waals (vdWs) heterojunctions and superlattices. Moreover, most of the 
monolayer TMDs become intrinsically piezoelectric due to the lack of struc-
tural centrosymmetry, which offers them a new degree of freedom to interact 
with external mechanical stimuli. Here, fabrication of flexible vdWs p–n diode 
by vertically stacking monolayer n-MoS2 and a few-layer p-WSe2 is achieved. 
Electrical measurement of the junction reveals excellent current rectification 
behavior with an ideality factor of 1.68 and photovoltaic response is realized. 
Performance modulation of the photodiode via piezo-phototronic effect is 
also demonstrated. The optimized photoresponsivity increases by 86% when 
introducing a −0.62% compressive strain along MoS2 armchair direction, 
which originates from realigned energy-band profile at MoS2/WSe2 interface 
under strain-induced piezoelectric polarization charges. This new coupling 
mode among piezoelectricity, semiconducting, and optical properties in 2D 
materials provides a new route to strain-tunable vdWs heterojunctions and 
may enable the development of novel ultrathin optoelectronics.
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availability of semiconductor TMDs with 
different bandgaps and work functions 
enables the fabrication of artificial van der 
Waals (vdWs) heterojunctions or super-
lattices with varying functionalities.[3] 
Among these 2D vdWs structures, the p–n 
junction is of special interest as it provides 
the basic building block for numerous 
modern electronics and optoelectronics 
involving photodetectors, light-emitting 
diodes, ultrafast lasers, and solar cells.[4] 
In addition to their distinct optoelectronic 
properties, the atomically thin TMDs 
also possess superior mechanical proper-
ties that far excel bulk and even some 1D 
nanowires. It is reported that the mono-
layer MoS2 has the ability to withstand 
11% strain before fracture, rendering 
it a promising candidate for wearable 
electronics, nanorobotics, and human–
machine interfacing applications.[5]

Mechanical strain is ubiquitous and 
exists throughout the whole process from 

material synthesis, device fabrication to their final service condi-
tion. How to deal with the strain remains an outstanding chal-
lenge for the 2D materials before their practical applications. 
Although several 2D TMD-based flexible devices have been 
reported, normally constant performance under the action of 
external strain are expected.[6] However, the emerging applica-
tions in wearable and smart electronics also require active inter-
actions between the devices and environment strain stimuli, 
which means that the functional electronics or optoelectronics 
can be directly modulated by mechanical agitations. Piezoelectric 
materials, which have been historically used in electromechanical 
coupling applications, could act as an enabler for such require-
ment. Recently, numerical calculations and experimental results 
demonstrated that many of the atomically thin TMDs at the 
center of current research focus are intrinsically piezoelectric due 
to the lack of inversion symmetry.[7] And most of them such as 
MoS2 and MoTe2 have predicted or measured piezoelectric coef-
ficients comparable to standard bulk piezoelectric ZnO and AlN 
crystals,[8] making them the materials of choice for thinnest actu-
ators and nanogenerators. In addition, unlike the conventional 
insulating lead zirconate titanate (Pb(ZrxTi1−x)O3, PZT), semicon-
ducting 2D TMDs offer another coupling mode among piezoelec-
tricity, semiconducting, and optical properties in them, which is 
the piezo-phototronic effect. It refers to the use of strain-induced 
piezoelectric-polarization to regulate the generation, transport, 
separation, and/or the recombination process of photoexcited 
carriers at Schottky or p–n junction interface for optoelectronics 

Flexible Electronics

1. Introduction

The emergence of transition-metal dichalcogenides (TMDs) 
as novel 2D materials beyond graphene has attracted exten-
sive attention from the aspect of fundamental physics study 
and potential applications in ultrathin devices.[1] The unique 
morphology and electronic structure give them a variety of 
intriguing properties that are unattainable in conventional 
bulk materials.[2] Moreover, unlike the semimetal graphene, the 
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performance modulation.[9] This effect has been successfully 
demonstrated in wurtzite ZnO and GaN optoelectronics such as 
light-emitting diode, solar cells, and photosensors.[10] Precise tun-
ability over junction property is critical to the operation of func-
tional vdWs electronics/optoelectronics. Until now, most of the 
reported manipulation of 2D vdWs p–n junction was achieved by 
electrostatic gating on hard substrates.[11] However, direct imple-
mentation of the junction control with external strain stimuli can 
be more attractive, which may simplify the flexible device struc-
ture and facilitate a higher level of system integration.

In this study, we developed a flexible vdWs heterojunction 
photodiode on polyethylene terephthalate (PET) substrate using 
synthetic monolayer n-MoS2 and multilayer p-WSe2. The strain-
gated photoresponse was achieved and piezo-phototronic effect 
was demonstrated to dominate the performance modulation. 
When specific strain was applied, the piezoelectric polariza-
tion charges in monolayer MoS2 adjusted the local band profile 
tilting at heterojunction interface. The realigned energy band 
promoted separation of photogenerated electron–hole pairs 
more effectively, and enhanced their transport and extraction 
to contacts. The optimized photoresponsivity increased by 86% 
while introducing a −0.62% compressive strain along the MoS2 
armchair direction. Our results demonstrate the feasibility of 
using piezo-phototronic effect to realize strain-tunable vdWs 
heterojunctions, which may offer a new approach to implement 
high-performance flexible TMDs optoelectronics and enable 
the development of novel ultrathin devices.

2. Results and Discussion

Both MoS2 and WSe2 flakes used in the experiment were 
synthesized on SiO2/Si via chemical vapor deposition (CVD) 

approach (Note 1, Supporting Information).[12] The morphology 
of as-grown MoS2 crystal was investigated by optical micro-
scope, where the MoS2 exhibits typical triangular shape with 
the length of triangle side ≈40 µm, as shown in Figure 1a. 
Figure 1b displays the atomic force microscopy (AFM) image 
of MoS2 flake, which demonstrates its smooth surface topog-
raphy and thickness was measured to be ≈0.86 nm. Two char-
acteristic peaks of in-plane E1

2g and out-of-plane A1g vibration 
modes were observed in the Raman spectrum, with their fre-
quency separation ≈19.3 cm−1, as presented in Figure 1c. As 
it is well known, the E1

2g mode softens and A1g stiffens with 
increasing MoS2 thickness, their peak position difference could 
be used as an indicator of the layer number.[13] From Raman 
and AFM characterization results, it can be confirmed that 
the CVD MoS2 flake is monolayer. Compared with the bulk 
stacked-layer MoS2 crystal, this atomically thin MoS2 film is 
intrinsically piezoelectric due to the lack of inversion symmetry. 
Since the CVD-synthesized 2D materials were demonstrated 
to be host to a wide range of defect types, several defects engi-
neering approaches have been proposed to improve the mate-
rials’ quality.[14] Here, bis(trifluoromethane)sulfonamide (TFSI) 
treatment for the as-synthesized MoS2 was performed before 
devices fabrication process (details in Experimental Section).[15] 
As shown in Figure S1 (Supporting Information), with the 
increase of TFSI treatment time, MoS2 photoluminescence (PL) 
intensity increases significantly and the photon energy blue 
shifts. After 15 min treatment, optimized PL intensities reach 
the maximum with a ≈20-fold enhancement over the pristine 
ones and peak position blue shifts by 16.8 nm (Figure 1d). 
Meanwhile, the full width at half-maximum (FWHM) of PL 
peaks reduce from 43.6 to 18.7 nm. Although the exact mecha-
nism of defects passivation via TFSI was not fully understood, 
reduction of sulfur vacancies through rearrangement of surface 
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Figure 1. a) Optical image of the synthetic MoS2 on SiO2/Si substrate. b) AFM image of MoS2 flake. Inset: cross-sectional profile along the white 
line. c) Typical Raman spectrum of the MoS2 flakes. d) Normalized PL spectrum for both as-synthesized and TFSI-treated MoS2 monolayer. e) Curve-
fitting analysis of the PL spectra in panel (d). The A peaks were reproduced by assuming trion (A−) and exciton (A0) peaks with Lorentzian functions. 
f) Transfer characteristics of the monolayer MoS2 before and after TFSI treatment. Inset shows optical image of the fabricated FET, scale bar is 10 µm.
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sulfur adatoms was considered as one possibility. In addition, 
these PL features are consistent with previous theoretical study 
that with the increasing charge states of vacancies, the mono-
layer MoS2 bandgaps get smaller.[16] To further reveal these 
spectral change, curve fitting result of PL peak A is shown in 
Figure 1e by considering the contribution of exciton (A0) and 
trion (A−). It can be seen that the spectral weight of negative 
trion peak becomes much smaller after TFSI treatment, which 
indicates the decrease of excess carrier density in MoS2.[14b,17] 
Another evidence for this comes from the field-effect transistor 
characterization, a clear right-shifting of threshold voltage for 
the treated MoS2 transistor was observed in the transfer char-
acteristic curves (Figure 1f). The reduction of defects and free 
carrier concentration would weaken the screening effect in 
piezoelectric monolayer MoS2, which is beneficial for the fol-
lowing piezo-phototronic modulation of devices performance.

The PL and Raman properties of MoS2 were monitored at 
each step during the device assembly process, as shown in 
Figure 2a,b. Here, the PET was selected as flexible substrate 
due to its good solvent-resistant property and relatively high 
Young’s modulus, which ensures that the substrate-induced 
strain can be effectively transferred to MoS2.[18] It can be seen 
that both of the frequency separation in Raman spectra and PL 
peak position are well preserved except a slight broadening for 
FWHM of PL peak, which suggests no obvious performance 
degradation after its transfer onto PET. The optical microscope 
image of a typical MoS2/WSe2 stack on PET substrate is shown 
in Figure 2c. The multilayer WSe2 film was identified by using 
Raman spectroscope (Figure S2, Supporting Information) and 
its thickness was estimated to be ≈10 nm from the AFM result, 
as shown in Figure 2d. Because of the anisotropic piezoresponse 
in monolayer MoS2, the applied strain in our experiment is in 
parallel to armchair direction of triangular MoS2, along which 

it possesses the most significant piezoelectric effect and largest 
piezoelectric coefficient.[19] Moreover, previous studies indicate 
that two dominant morphologies exist in CVD MoS2, and the 
molybdenum zigzag triangles have straighter and sharper edge 
than sulfur zigzag triangles.[20] Figure 2e displays the optical 
image of fabricated MoS2/WSe2 p–n diode device on PET. 
From the optical morphology, it can be speculated that MoS2 
with sulfur zigzag triangles was used in our devices. Electrical 
measurement of the p–n junction under dark and strain-free 
condition is shown in Figure 2f, which reveals excellent current 
rectification behavior with an ideality factor of 1.68. The ON/
OFF ratio is about 202 under ±1 V operating voltage.

Figure 3a shows J–V curves of the flexible diode upon 
532 nm laser illumination with incident power from 0.57 to 
6.67 mW cm−2. The illumination intensity was elaborately con-
trolled to avoid polymer substrate heating and eliminate the 
influence of photothermoelectric effect (Figure S3, Supporting 
Information). From J–V characteristics, it is observed that the 
diode shows an obvious photovoltaic response. Therefore, this 
device can be operated as a photodiode under zero bias mode 
to maximize the signal-to-noise ratio. The short-circuit current 
Jsc and open-circuit voltage Voc as a function of illumination 
power density Pi were presented in Figure 3b,c. The Jsc shows 
linear dependency with Pi and no saturation was observed in 
the measured range. Because of the negligible dark current at 
zero bias, photoresponsivity of the diode reaches ≈1.8 mA W−1 
under photovoltaic mode for different Pi, which is defined as 
R = Iph/Pi, where Iph is the photocurrent density. Such constant 
photoresponsivity independent on incident optical power is 
critical for many practical applications. The Voc also scales with 
the Pi, which is consistent with the conventional p–n junction 
theory. However, the measured value is lower than the theoret-
ical maximum; low incident optical power may be one of the 
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Figure 2. Comparison of a) Raman and b) PL spectra of MoS2 on SiO2/Si and MoS2 after transfer onto PET. c) Optical microscopy image of MoS2/
WSe2 heterostructure stack on PET substrate. d) AFM line profile of the WSe2 flake shows its thickness of ≈10 nm e) Optical image of the fabricated 
MoS2/ WSe2 p–n photodiode device. f) Current-voltage curve of the flexible p–n diode in logarithmic scale.
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major reasons responsible for this. Besides, electrical transport 
properties of MoS2 and WSe2 might get worse on the polymer 
substrate and the large series resistance could also reduce Voc. 
Moreover, the large channel width may increase the recom-
bination probability of photoexcited electron–hole pairs, also 
making the Voc smaller than theoretical value. Therefore, it is 
speculated that performance of such flexible vdWs photovol-
taics can be further enhanced through optimizing the devices 
geometry. The fill factor is ≈0.28 and shows little variations with 
illumination power. The photo-switching characteristic and 
stability of the flexible photodiode were investigated at room 
temperature in air, as shown in Figure 3d. The photocurrent 
increases rapidly to ON state (pA range) under illumination 
and can keep constant for >100 s, then it resumes to OFF state 
(several fA range) under dark, an obvious switching behavior is 
observed. Figure 3e shows the corresponding response time of 
the device. Here, response time of the temporal photoswitching 
may not be accurately determined, as it is beyond the time 

resolution of Keithley 4200 and a much faster response time 
could be expected. Besides, this ON/OFF property could be well 
retained after several cycling tests in ≈800 s, demonstrating 
good stability and repeatability of the device under various illu-
mination conditions. Schematic of the home-made setup for 
characterizing the piezo-phototronic process in the devices is 
shown in Figure 3f (details in Experimental Section; Note 2 and 
Figure S4, Supporting Information). The uniaxial tensile and 
compressive strain could be achieved through bending flexible 
substrate upward and downward, respectively, with their mag-
nitude proportional to bending curvature and being controlled 
through manipulation of bending separation.

Before characterizing the changes in MoS2/WSe2 photode-
tection performance with strain, electrical transport of the flex-
ible diode under mechanical strain without optical illumination 
was firstly measured, as shown in Figure 4a. An obvious strain-
gated vdWs junction property was demonstrated. The turn-on 
voltage of diode was effectively tuned, current in forward bias 
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Figure 3. a) J–V characteristics of the device under dark and different 532 nm optical illumination intensities. b) Short-circuit current Jsc, photore-
sponsivity and c) open-circuit voltage Voc, fill factor as a function of optical power with the data extracted from panel (a). d) Temporal response of 
the photocurrent generation under optical illumination at zero bias. e) Response time of the device, with the data extracted from (d). f) Schematic of 
experimental setup for characterizing piezo-phototronic process in the fabricated heterojunction device.
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decreases with increasing compressive strain and increases 
with tensile strain. Here, two effects may give rise to the 
observed transport change in our devices: piezoresistive effect, 
which means a change in electrical resistivity due to the change 
in band structure and density of states of carrier when mechan-
ical strain is applied; the other is piezotronic effect, where 
strain-induced piezopolarization charges function as “gate” 
voltage to tune interface barrier height and the carrier transport 
properties. Under zero bias and 532 nm optical illumination, 
the mechanical strain could further modulate the photodiode 
response. At low optical power density of 1.52 mW cm−2, the 
photocurrent decreases with tensile strain, while the photo-
current firstly increases and then decreases with the further 
increase of applied compressive strain (Figure 4b). The photo-
current shows the greatest increase by 86% under −0.62% static 
strain, reaching a maximum photoresponsivity of ≈3.4 mA W−1. 
The modulation effect of strain for devices under higher illu-
mination density of 6.47 mW cm−2 is shown in Figure 4c, only 
a photocurrent increase of 6.1% was achieved and no turning 
point was observed in the whole range of applied strain. This 
suggests that modulation impact of mechanical strain on device 
performance is optical power-dependent and the effect atten-
uate seriously with the increase of detected light intensity, as 
presented in Figure 4d. This phenomenon rules out the pos-
sible underlying mechanism that photoresponse modulation 
originates from strain-induced light absorption change in 
materials and the piezoresistive effect. Moreover, both previous 
theoretical calculation and experimental results indicate that 

variations in MoS2 and WSe2 absorption spectra under strain 
are rather small, which is not consistent with the measured 
large photocurrent change.[21] Therefore, it can be speculated 
that in our devices, the strain-induced changes of electrical 
transport and photoresponse behavior mainly come from the  
influence of piezo-phototronic effect, which is to use the 
piezopotential to modulate the carrier generation, transport, 
separation, and/or recombination process at the interface for 
optoelectronics performance control.

To further elucidate the modulation mechanism of piezo-pho-
totronic effect, energy band diagrams are introduced to under-
stand the observed phenomena. Figure 5a shows the schematic 
band profile of MoS2/WSe2 p–n heterojunction under strain-
free and zero bias condition. Taking into account the difference 
in work function and bandgap between these two materials, a 
type II band alignment was predicted,[22,4a] which is consistent 
with the diode-like transport characteristic. As the 532 nm 
visible light penetration depth is larger than the junction thick-
ness, photons are absorbed in both MoS2 and WSe2 upon the 
optical illumination, resulting in the photoexcited electron–hole 
pairs in both materials. However, we can speculate that WSe2 
should dominate the whole light absorption because light was 
illuminated from WSe2 side and it is much thicker than mono-
layer MoS2. Spontaneous dissociation of photogenerated exci-
tons into free carriers can be actuated by the built-in potential 
in the overlapped junction region, driving the electrons (holes) 
to MoS2 (WSe2). These free carriers then diffuse laterally to 
the contact and give rise to the photocurrent. No measurable 
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Figure 4. Piezo-phototronic characterization in the flexible MoS2/WSe2 p–n photodiode. a) Typical electrical transport of the vdWs heterojunction in 
dark under various strains. Strain dependence of photocurrent in the device under the illumination of b) 1.52 mW cm−2 and c) 6.47 mW cm−2 light at 
zero applied bias. d) Calculated photocurrent as a function of applied strain for different illumination intensity.
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photocurrent was expected from the carriers outside p–n junc-
tion regions because of their low spontaneous separating effi-
ciency under zero bias.[4a] Therefore, the photocurrent is mainly 
affected by the junction barrier property and largely depends on 
the effective separation and transport process of carriers at the 
vicinity of the interface. With external mechanical strain applied 
on the device, piezoelectric polarization charges are generated 
at the monolayer MoS2 zigzag edge because of its lack of cen-
trosymmetry, while the piezoresponse in thick WSe2 layers can 
be ignored.[7c] The interface band structure and thus the car-
riers’ behavior could be directly affected by these strain-induced 
piezoelectric charges, which have been confirmed theoretically 
and experimentally in MoS2/Pd Schottky contact.[21a,23] Due to 
the ultrathin nature of 2D semiconductors, there would be no 
significant band-bending at the junction interface but forming 
a monotonic band slope in each material.[4a,11a,24] Considering 
the crystal orientation of used triangular MoS2, positive piezo-
polarization charges are created at the MoS2/WSe2 p–n junction 
contact when applying compressive strain. Realignment of the 
interface band tilting is shown in Figure 5b, the band slope in 
MoS2 becomes gentle while a steeper band slope is formed in 
WSe2 under the action of these positive piezoelectric charges. 
For the requirement of system charge neutrality, the change of 
“depletion width” in each side could be calculated as (Note 3 and 
Figure S5, Supporting Information):

MoS
1 piezo

1 2
2

ε
ε ε

∆ = −
+

L
Q

N ND A  
(1)

WSe
2 piezo

1 D 2 A
2

ε
ε ε

∆ =
+

L
Q

N N  
(2)

where ε1, ND is the dielectric constant and concentration 
of donors in MoS2; ε2, NA is the dielectric constant and con-
centration of acceptors in WSe2. Qpiezo is the piezoelectric 
polarization charges. Due to the larger dielectric constant of 
multilayer WSe2 than the monolayer MoS2, the strength of 
built-in potential was enhanced under compressive strain 
at the beginning, which is in agreement with the electrical 
measurements in Figure 4a. This means that these positive 
piezocharges function as applied reverse bias, providing extra 
driving force for the rapid separation of photoinduced excitons. 
As a consequence, the injection of photoexcited electrons in 
WSe2 into MoS2 could be promoted more effectively, as well 
as their transport and extraction to the electrodes. Therefore, 
the interlayer recombination of electron–hole at the inter-
face is suppressed and photocurrent firstly increase with the 
increasing compressive strain.

With the increase of positive polarization charges den-
sity at the interface with a further increase of compres-
sive strain, the inclination direction of monotonic band 
in MoS2 at the junction would reverse that local trap-
ping effect becomes appreciable at the interface, as shown 
in Figure 5c. The existence of such strain-induced traps 
has been verified by theoretical simulation.[9b] Therefore 
photogenerated electrons will accumulate in this trap and 
the interlayer electron–hole recombination probability at the 
junction is increased, leading to reduced rate of collection 
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Figure 5. Working mechanism of the piezo-phototronic effect in MoS2/WSe2 flexible photodiode. a) Schematic illustration of monolayer n-MoS2/few-
layer p-WSe2 band diagram and the photovoltaic effect under strain-free and zero bias condition. b) Energy-band profile change in the junction area 
when moderate positive piezopolarization charges are induced in MoS2. c) Modulation effect of larger density positive piezocharges on the heterojunc-
tion interface, which shows the formation of electron traps. d) Effect of negative piezopolarization charges on the junction band profile.
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of photogenerated carriers and photocurrent decrease under 
larger compressive strains.

On the contrary, when a tensile strain is introduced, 
induced negative piezopolarization charges in MoS2 attract 
holes from WSe2 and decrease the built-in potential in it, 
which decreases the driving force for excitions dissociation 
(Figure 5d). Besides, these negative charges repel photogen-
erated electrons in WSe2, reducing their injection efficiency 
into MoS2. Therefore, decreased photocurrent was observed 
under the tensile strains. In addition, at high illumina-
tion intensity, the carrier concentration ND and NA in MoS2 
and WSe2 increases, so the screening effect of piezoelectric 
polarization charges are enhanced, resulting in lower den-
sity of effective Qpiezo.[25] From Equations (1) and (2), it can 
be seen that the modulation impact of strain on photocur-
rent should be more significant under low optical intensity, 
which is consistent with the results in Figure 4b,c. As the pie-
zocharges can be generated both at MoS2/WSe2 and MoS2/
Cr contacts when applying mechanical strain, the influence 
of piezo-phototronic effect on the MoS2/Cr interface should 
also be taken into account. Considering the crystal orienta-
tion of MoS2, it can be speculated that negative piezocharges 
are created at MoS2/Cr interface under compressive strain. In 
this case, the barrier height for electrons in MoS2 injection 
into Cr electrode would be increased, leading to reduced car-
riers collection efficiency and photocurrent. This hypothesis 
is contrary to the measured results in Figure 4, which indi-
cates that strain-modulation of MoS2/WSe2 junction property 
should dominate the whole performance change. In short, 
these above results indicate that mechanical strain is able to 
function as another degree of freedom in this flexible MoS2/
WSe2 vdWs heterojunction to effectively modulate the opto-
electronic performance. Meanwhile, the piezo-phototronic 
effect which controls interface carrier behavior through 
strain-induced piezocharges gives rise to the observed 
photoresponse change.

3. Conclusion

In summary, we have fabricated the flexible MoS2/WSe2 
vdWs photodiode on PET substrate. The piezo-phototronic 
effect in such 2D p–n heterojunction and its application in 
strain-tunable photodetection performance was also studied. 
Controllable modulation of photoresponse was achieved; the 
optimized photoresponsivity increases by 86% when intro-
ducing a −0.62% compressive strain along MoS2 armchair 
direction. This enhancement originates from the modulation 
of local interface band tilting by strain-induced polarization 
charges, which facilitate the effective separation and trans-
port of photoexcited carriers. Considering the fact that most 
of the atomically thin TMDs are intrinsically piezoelectric, 
the electromechanical coupling in these materials offers 
another way to interact with external mechanical stimuli. It 
is expected that the approach in this study might be extended 
to other artificial vdWs structures or superlattices, which 
may implement the high-performance flexible 2D optoelec-
tronics and enable the development of other novel ultrathin 
devices.

4. Experimental Section
Chemically Treated MoS2 and Devices Fabrication: Chemical 

treatment of MoS2 flakes was performed as follows. Firstly, TFSI 
solution (0.35 mg mL−1) was prepared by dissolving TFSI (35 mg) in 
1,2-dichloroethane (100 mL). The SiO2/Si substrate with MoS2 flakes was 
then immersed into the solution and kept on 100 °C hotplate for 15 min. 
Finally, the sample was blow dried with N2 and annealed at 100 °C for 
another 5 min. Fabrication of the flexible MoS2/WSe2 heterojunction 
starts with transfer of the chemically treated monolayer MoS2 onto PET 
substrate using polymethyl methacrylate–assisted transfer technique. 
Few-layer WSe2 flakes were subsequently transferred onto MoS2 with 
the same procedure to form vertically stacked heterojunction. The 
overlapped MoS2/WSe2 samples were selected for the following devices 
fabrication process. Electrical contacts were patterned with electron 
beam lithography (EBL) followed by electron beam deposition of 
Cr/Au (15 nm/50 nm) as Ohmic electrode for MoS2 monolayer, and Pd/
Au (15 nm/50 nm) layer for the WSe2 to minimize contact resistance. 
Acetone was used for the lift-off process. To avoid materials slippage 
when applying strain, a PMMA stripe was prepared using EBL method in 
the junction area to fix the contact.

Materials Characterization: Surface morphology of the synthetic 
MoS2 and WSe2 flakes on SiO2/Si and flexible PET substrate were 
characterized with optical microscope (Zeiss, Axio Imager). The atomic 
force microscope (Bruker Dimension Icon) was employed to measure 
the thickness of materials. The quality of MoS2 and WSe2 layers were 
inspected by Raman spectroscopy and photoluminescence (Horiba 
LabRAM HR Evolution), with an excitation of 532 nm laser. During 
characterization, laser power was kept below 500 µW to avoid the sample 
heating effect.

Performance Assessment and Piezo-phototronic Process Test: All of the 
electrical characterization was performed at room temperature using 
Keithley 4200-SCS in shielded probe station. The 532 nm laser with tunable 
power was used as illumination source for the MoS2/WSe2 heterojunction 
photovoltaic and photosensing measurement. A home-made setup 
was prepared to study the piezo-phototronic process in devices, by 
measuring the photoresponse under specific mechanical strain and 
optical illumination power. The strain on MoS2 was introduced through a 
two-point bending apparatus. The bent PET substrate was considered as 
a circular arc for computing the applied strain. Here, negative sign is for 
compressive strain and positive sign is for the tensile strain. To avoid the 
sample slippage, direct–indirect bandgap transition of WSe2 and plastic 
deformation of PET substrate, the applied strain was relatively small (<1%).
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